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A comma is used as the decimal marker. 
 

National foreword 

This document (EN ISO 17636-1:2013) has been prepared by Technical Committee CEN/TC 121 “Welding” 
(Secretariat: DIN, Germany) in collaboration with Technical Committee ISO/TC 44 “Welding and allied 
processes”. 

The responsible German body involved in its preparation was the Normenausschuss Materialprüfung 
(Materials Testing Standards Committee), Working Committee NA 062-08-22 AA Durchstrahlungsprüfung und 
Strahlenschutz. 

The DIN Standards corresponding to the International Standards referred to in this document are as follows: 

ISO 5580  DIN EN 25580 

ISO 9712  DIN EN ISO 9712 

ISO 11699-1  DIN EN ISO 11699-1 

ISO 11699-2  DIN EN ISO 11699-2 

ISO 16371-1  DIN EN14784-1 

ISO 19232-1  DIN EN ISO 19232-1 

ISO 19232-2  DIN EN ISO 19232-2 

ISO 19232-4  DIN EN ISO 19232-4 

Amendments 

This standard differs from DIN EN 1435:2002-09 and DIN EN 1435 Corrigendum 1:2004-05 as follows: 

a) normative references have been updated; 

b) the document has been divided into two parts, this part applies to radiographic testing with films; 

c) X-ray devices up to 1 000 kV have been included; 

d) the standard has been editorially revised. 

e) ISO Standards have been adopted as European Standards. 

Previous editions 

DIN 1914: 1935-08 

DIN 54111: 1954x-08 

DIN 54111-1: 1973-11, 1977-03, 1988-05 

DIN EN 1435: 1997-10, 2002-09 

DIN EN 1435 Corrigendum 1: 2004-05 
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National Annex NA 
(informative) 
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